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NINE ZERO TRADE & DEVELOPMENT LIMITED .

NO.163 YINGCHUN STREET,LAISHAN DISTRICT YANTAI CITY,SHANDONG CHINA

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : BIRCH WOOD STICKS .

SGS Job No. : QDHL1708020657CW - QD .

Supplier :. YANTAI PANDA TRADE LTD .

Date of Sample Received : . 22 Aug 2017.

Testing Period : . 22 Aug 2017 - 25 Aug 2017 .

Test Requested : . Selected test(s) as requested by client. .

Test Method : . Please refer to next page(s). .

Test Results : . Please refer to next page(s). .

Result Summary : .

Test Requested. Conclusion.

FDA 21 CFR 178.3800- Pentachlorophenol (PCP) . PASS.

Conclusion :. The tested parameters comply with the requirements stated in FDA 21 CFR 

178.3800.

. .Approved Signatory .

Wang Bo, Claire .

Signed for and on behalf of
SGS-CSTC Standards Technical Services (Qingdao) Co., Ltd..
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Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Material

(claimed by the client).

Description.

SN1. TAO17-039724.001 Wood.Light beige short wood stick .

FDA 21 CFR 178.3800- Pentachlorophenol (PCP).

Test Method : . With reference to ISO 17070: 2015, analysis was performed by GC-ECD or GC-MS .

MDLTest Item(s). Limit. Unit. 001.

Pentachlorophenol (PCP) . 50 mg/kg. 0.5 ND

Conclusion. PASS
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Sample photo: .

TAOHG1703972401

TAO17-039724.001 .

TAOHG1703972401

.

SGS authenticate the photo on original report only .

*** End of Report *** .
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